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Report No.: CTT2508013917EN Page 1 of 3

Applicant: GUANGZHOU MISS JEWELRY CO., LTD.
Address: ROOM 201, 2ND FLOOR, NO. 13, GONGYE ROAD, DAPING VILLAGE, SHATOU STREET,
PANYU DISTRICT, GUANGZHOU

Sample Received Date:  Aug. 19, 2025
Testing Period: Aug. 19, 2025 - Aug. 22, 2025
Report Date: Aug. 22, 2025

The following merchandise was (were) submitted and identified on behalf of the applicant as:
Sample Name: Stainless steel necklace
Model No.: MJCNOO6-1

Test Result(s): Please refer to next page(s).
Test Requested and Conclusion(s):

No. Standard and Requirement Conclusion(s)
ASTM A276/A276M-25 Requirements for Element Content of 304
1 Stainless Steel PASS
- Component Analysis of Stainless Steel (Brand Identification)
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Signed for and on Behalf of CTT:

Tony Ye
Technical Manager

Verification Report

el: 86-0769-8898 9888 Fax: 86-0769-8898 8808 Hot Line: 400 6789 666
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Test Result(s):

Component Analysis of Stainless Steel (Brand Identification) - ASTM A276/A276M-25 Requirements for
Element Content of 304 Stainless Steel

Method: SN/T 2718-2010 & GB/T 20123-2006

L. Result (%)
No. Substances Name CAS No. Limit (%) LOQ (%)
1

1 Chromium (Cr) 7440-47-3 18.0-20.0 0.00170 19.1058
2 Nickel (Ni) 7440-02-0 8.0-11.0 0.0010 8.4682
3 Carbon (C) 7440-44-0 <0.08 0.0010 0.0238
4 Manganese (Mn) 7439-96-5 <2.00 0.0010 11646
5 Phosphorus (P) 7723-14-0 <0.045 0.0010 0.0254
6 Silicon (Si) 7440-21-3 <1.00 0.0010 0.2250
7 Sulphur (S) 64742-79-6 <0.030 0.0010 N.D.

Conclusion PASS

NOTE: 1. % = percentage.
2. N.D. = Not Detected (Less than LOQ, LOQ = Limit of Quantitation).
Test Material List

Material No. Sample Description Location Baapo0t ]!

1 Golden plating metal Necklace main chain

Guangdong Consumer No.7, Gongye Beisi Road, Songshanhu High-Tech Industrial Development Park, Dongguan, Guangdong, China.
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Photo of Sample:

*** End of Report ***

This test report is issued by the company subject to its General Conditions of Services and accessible at
http://www.cttlab.com/order/202103190908290166.pdf. The sample and sample information are
provided by the applicant, our company are not responsible for their integrity and authenticity. Unless
otherwise stated the results shown in this report only apply to the sample as received. Any inquiry
about this report, please raise from the date of receipt of the report within 30 days, overdue will not be
accept. Without prior written permission of the company, this test report cannot be reproduced, except
in full. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means
the item of subcontractor.
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